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MILL CERTIFICATE
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Specifcation (Type) Fitting type
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Order No. Sale No. Inspection Certificate
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(Item) (Size) (PCS) (Heat No.) (Baich no.) “0“5‘:5“) (223 (\:n"n (Dlmenswn_lnspecuon) feddly C.mm
1 1/2"x1.0x4M 51 V8133x 04A-193-N4xx = 0.125 12.70 1.00 Good Good
2 1/2"x1.0x4M 51 V&133x 04A-193-N4xx = 0.125 12.70 1.00 Good Good
3 1/2"x1.0x4M 45 V8104x 04A-194-N3xx = 0.125 12.70 1.00 Good Good
4 1/2"x1.0x4M 55 V&104x 04A-194-N3xx =0.125 12.70 1.00 Good Good
Total 202
{EE2Ek {5 (Chemical Composition % ) according to ASTM A312 316L RS (Mechanical Properties)
b b C Si Mn P S Ni Cr Mo [ R E IR R BEREHIR, LiymbilE
(Heat No.) X100 X100 X100 X1000 X1000 X100 X100 X100 (Y.S.) N/mm? (T.8.) N/mm? (EL) % HRB Flattening Test
V8133x 0.6 41 20 25 1 1225 1628 234 270 564 49 Good
V6074x 0.7 4] 22 26 1 1222 1623 231 280 606 46 Good
MAX. 3.5 100 200 45 30 1400 1800 300 - - - -
MIN. 5 5 Z % 4 1000 1600 200 170 485 35 -
5 Es(Cleanness test) #55F (Remark): —
SRG HEEHE, TR, aliKBRH LRI 1.Free of radiation contamination FEE
(ol residual) me/f? (dew point) C (particle) counts (waler resistance)Mega-ohm (ion residual) ng/cm’ 2. Heat treatment * Min.1040°C Rapid cooling
<0.01 Good . . 3.Inner surface roughness : Ra=0.125um g B OB L X _%
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